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Advising ThesesAdvising ThesesŞEN D., İmplant destekli zirkonyum dioksit alt yapılı sabit protezlede farklı alt yapı tasarımlarının ve üst yapımateryallerinin kırılma direncine etkisinin değerlendirilmesi, Doctorate, A.Köse(Student), 2018ŞEN D., Farklı sinterleme ısılarının ve sürelerinin zirkonyum dioksit seramilerin mekanik dayanımına ve üst yapıseramikleri ile bağlantısına etkilerinin in vitro olarak araştırılması, Doctorate, E.Bal(Student), 2018ŞEN D., Farklı İmplant ve alt yapı materyalleri kullanımının stres dağılımına etkisinin sonlu elemanlar stres analiziyöntemi ile değerlendirilmesi, Doctorate, G.Bahadırlı(Student), 2017ŞEN D., CADCAM sistemlerinde kullanılan farklı materyallerin mekanik özelliklerinin incelenmesi, Doctorate,N.Sönmez(Student), 2016ŞEN D., Yüzey uygulamaları ve yapay yaşlandırma işleminin Y-TZP dental seramiklerinin biaksiyal bükme dayanımı ve fazdeğişimi üzerine etkilerinin in-vitro olarak incelenmesi, Doctorate, E.Bultan(Student), 2013ŞEN D., Zirkonya alt yapı üzerine yapılan işlemlerin mekanik ve estetik etkilerinin in vitro olarak incelenmesi, Doctorate,B.Gül(Student), 2012ŞEN D., Fiberle güçlendirilmiş farklı kompozit prefabrik fiber mil sistemlerinin kompozit çekirdeklerle birliktekullanımlarının dayanıklılık yönünden araştırılması, Doctorate, İ.Karamustafa(Student), 2006
Jury MembershipsJury MembershipsAppointment to Academic Staff-Assistant Professorship, Akademik Kadroya atama, YÖK, February, 2018Appointment to Academic Staff-Assistant Professorship, Akademik Kadroya atama, YÖK, December, 2017Associate Professor Exam, Doçentlik Jürisi, YÖK, October, 2017Associate Professor Exam, Doçentlik Jürisi, YÖK, October, 2017Doctorate, Tez Savunma Jürisi, Üniversite, January, 2017Doctorate, Tez Savunma, Üniversite, April, 2016
Published journal articles indexed by SCI, SSCI, and AHCIPublished journal articles indexed by SCI, SSCI, and AHCII. Influence of Surface Modifications on Bacterial Adherence to  Implant Abutment MaterialsInfluence of Surface Modifications on Bacterial Adherence to  Implant Abutment MaterialsOzer F., Anadioti E., Mack Y. Y., ŞEN D., DiRienzo J., Blatz M. B.International Journal of Periodontics and Restorative Dentistry, vol.42, no.5, pp.657-663, 2022 (SCI-Expanded)II. Evaluation of Dual-Cure Resin Cement Polymerization under Different Types and Thicknesses ofEvaluation of Dual-Cure Resin Cement Polymerization under Different Types and Thicknesses ofMonolithic ZirconiaMonolithic ZirconiaTurkoglu P., Sen D.BIOMED RESEARCH INTERNATIONAL, 2019 (SCI-Expanded)III. Shear bond strength of luting cements to  fixed superstructure metal surfaces under various seatingShear bond strength of luting cements to  fixed superstructure metal surfaces under various seatingforcesforcesOzer F., Pak-Tunc E., Dagli N. E., Ramachandran D., Sen D., Blatz M. B.JOURNAL OF ADVANCED PROSTHODONTICS, vol.10, no.5, pp.340-346, 2018 (SCI-Expanded)IV. Influences of Implant and Framework Materials on Stress Distribution: A Three-Dimensional FiniteInfluences of Implant and Framework Materials on Stress Distribution: A Three-Dimensional FiniteElement Analysis StudyElement Analysis StudyBahadirli G., Yilmaz S., Jones T., Sen D.INTERNATIONAL JOURNAL OF ORAL & MAXILLOFACIAL IMPLANTS, vol.33, no.5, 2018 (SCI-Expanded)V. Influence of monolithic lithium disilicate and zirconia thickness on polymerization efficiency of dual-Influence of monolithic lithium disilicate and zirconia thickness on polymerization efficiency of dual-cure resin cementscure resin cementsTurp V., Turkoglu P., Sen D.JOURNAL OF ESTHETIC AND RESTORATIVE DENTISTRY, vol.30, no.4, pp.360-368, 2018 (SCI-Expanded)VI. Effect o f thickness and surface modifications on flexural strength of monolithic zirconia.Effect o f thickness and surface modifications on flexural strength of monolithic zirconia.OZER F., NADEN A., Turp V., MANTE F., SEN D., BLATZ M.The Journal of prosthetic dentistry, vol.119, pp.987-993, 2018 (SCI-Expanded)VII. Evaluation of five CAD/CAM materials by microstructural characterization and mechanical tests: aEvaluation of five CAD/CAM materials by microstructural characterization and mechanical tests: a



comparative in vitro  study.comparative in vitro  study.Sonmez N., Gultekin P., Turp V., Akgungor G., Sen D., Mijiritsky E.BMC oral health, vol.18, no.1, pp.5, 2018 (SCI-Expanded)VIII. The effect o f MDP-based primer on shear bond strength of various cements to  two different ceramicThe effect o f MDP-based primer on shear bond strength of various cements to  two different ceramicmaterialsmaterialsTunc E., Ozer F., Ayyildiz S., Ula T. A., Sen D.JOURNAL OF ADHESION SCIENCE AND TECHNOLOGY, vol.31, no.10, pp.1142-1150, 2017 (SCI-Expanded)IX. The effect o f MDP-based primer on shear bond strength of various cements to  two different ceramicThe effect o f MDP-based primer on shear bond strength of various cements to  two different ceramicmaterialsmaterialsPak Tunc E., Ayyıldız S., Şen D.JOURNAL OF ADHESION SCIENCE AND TECHNOLOGY, no.31, pp.1142-1150, 2016 (SCI-Expanded)X. Microscopic evaluation of the thickness and structure of the cement and cement-dentinMicroscopic evaluation of the thickness and structure of the cement and cement-dentininterdiffusion zone after  luting posts with three different luting cementsinterdiffusion zone after  luting posts with three different luting cementsAyyildiz S., Tunc E., Emir F., Sen D.JOURNAL OF ADHESION SCIENCE AND TECHNOLOGY, vol.30, no.10, pp.1049-1058, 2016 (SCI-Expanded)XI. Effectiveness o f different surface cleaning methods on the shear bond strength of resin cement toEffectiveness o f different surface cleaning methods on the shear bond strength of resin cement tocontaminated zirconia: an in vitro  studycontaminated zirconia: an in vitro  studyTunc E., Chebib N., Sen D., Zandparsa R.JOURNAL OF ADHESION SCIENCE AND TECHNOLOGY, vol.30, no.5, pp.554-565, 2016 (SCI-Expanded)XII. Evaluation of Surface Topography of Z irconia Ceramic After Er:YAG Laser EtchingEvaluation of Surface Topography of Z irconia Ceramic After Er:YAG Laser EtchingTurp V., Akgungor G., Sen D., Tuncelli B.PHOTOMEDICINE AND LASER SURGERY, vol.32, no.10, pp.533-539, 2014 (SCI-Expanded)XIII. Adhesion of 10-MDP containing resin cements to  dentin with and without the etch-and-rinseAdhesion of 10-MDP containing resin cements to  dentin with and without the etch-and-rinsetechniquetechniqueTurp V., Sen D., Tuncelli B., Oezcan M.JOURNAL OF ADVANCED PROSTHODONTICS, vol.5, no.3, pp.226-233, 2013 (SCI-Expanded)XIV. Evaluation of air-particle abrasion of Y-TZP with different particles using microstructural analysisEvaluation of air-particle abrasion of Y-TZP with different particles using microstructural analysisTurp V., Sen D., Tuncelli B., Göller G., Oezcan M.AUSTRALIAN DENTAL JOURNAL, vol.58, no.2, pp.183-191, 2013 (SCI-Expanded)XV. Evaluation of hardness and fracture toughness, coupled with microstructural analysis, o f zirconiaEvaluation of hardness and fracture toughness, coupled with microstructural analysis, o f zirconiaceramics stored in environments with different pH valuesceramics stored in environments with different pH valuesTurp V., Tuncelli B., Sen D., Göller G.DENTAL MATERIALS JOURNAL, vol.31, no.6, pp.891-902, 2012 (SCI-Expanded)XVI. Influence of Z irconia Base and Shade Difference on Polymerization Efficiency of Dual-Cure ResinInfluence of Z irconia Base and Shade Difference on Polymerization Efficiency of Dual-Cure ResinCementCementTurp V., Sen D., Poyrazoglu E., Tuncelli B., Göller G.JOURNAL OF PROSTHODONTICS-IMPLANT ESTHETIC AND RECONSTRUCTIVE DENTISTRY, vol.20, no.5, pp.361-365, 2011 (SCI-Expanded)XVII. Influence of different surface treatments on the short-term bond strength and durability between aInfluence of different surface treatments on the short-term bond strength and durability between azirconia post and a composite resin core material.zirconia post and a composite resin core material.Akgungor G., Sen D., Aydın M.The Journal of prosthetic dentistry, vol.99, no.5, pp.388-99, 2008 (SCI-Expanded)XVIII. Clinical efficacy of the Vector system in excess cement removal during fixed prosthodonticClinical efficacy of the Vector system in excess cement removal during fixed prosthodontictreatment.treatment.Akguengoer G., Aydin M., Sen D., Issever H.Quintessence international (Berlin, Germany : 1985), vol.39, no.4, 2008 (SCI-Expanded)XIX. Shear bond strength of two composite core materials after  using all-in-one and single bottle dentinShear bond strength of two composite core materials after  using all-in-one and single bottle dentinŞEN D.Journal of Prosthodontics, vol.14, no.2, pp.97-103, 2005 (SCI-Expanded)XX. Shear bond strengths of two composite core materials after  using all-in-one and single bottle dentinShear bond strengths of two composite core materials after  using all-in-one and single bottle dentinadhesives.adhesives.



ŞEN D., AKGÜNGÖR G.Journal of prosthodontics, vol.14, no.2, pp.97-103, 2005 (SCI-Expanded)XXI. The retentive effects o f pre-fabricated posts by luting cementsThe retentive effects o f pre-fabricated posts by luting cementsSen D., Poyrazoglu E., Tuncelli B.JOURNAL OF ORAL REHABILITATION, vol.31, no.6, pp.585-589, 2004 (SCI-Expanded)XXII. A comparative study of the effect o f different polishing systems on ceramic dental surfacesA comparative study of the effect o f different polishing systems on ceramic dental surfacesSINMAZISIK G., SEN D., Tuncelli B., POYRAZOGLU E., OZKAL B., OVECOGLU M.EURO CERAMICS VIII, PTS 1-3, pp.1997-2000, 2004 (SCI-Expanded)XXIII. Effects o f different acid treatments on dental ceramic surfacesEffects o f different acid treatments on dental ceramic surfacesSen D., Sınmazısık G., Poyrazoglu E., Tuncelli B., Ozkal B., Ovecoglu M.EURO CERAMICS VIII, PTS 1-3, pp.2035-2038, 2004 (SCI-Expanded)XXIV. The effect o f two polishing pastes on the surface roughness of bis-acryl composite andThe effect o f two polishing pastes on the surface roughness of bis-acryl composite andmethacrylate-based resinsmethacrylate-based resinsSen D., GOLLER G., Issever H.JOURNAL OF PROSTHETIC DENTISTRY, vol.88, no.5, pp.527-532, 2002 (SCI-Expanded)XXV. Shear bond strength of amalgam reinforced with a bonding agent and/or dentin pinsShear bond strength of amalgam reinforced with a bonding agent and/or dentin pinsSen D., Nayir E., Cetiner F.JOURNAL OF PROSTHETIC DENTISTRY, vol.87, no.4, pp.446-450, 2002 (SCI-Expanded)XXVI. The effect o f bonding resin on bond strength of laminatesThe effect o f bonding resin on bond strength of laminatesŞEN D.JOURNAL OF DENTAL RESEARCH, vol.80, 2001 (SCI-Expanded)XXVII. Comparison of the tensile bond strength of high noble , noble and base metal bonded to  enamel.Comparison of the tensile bond strength of high noble , noble and base metal bonded to  enamel.ŞEN D.JOURNAL OF PROSTHETIC DENTISTRY, vol.84, no.5, pp.561-6, 2000 (SCI-Expanded)XXVIII. Shear bond strength of resin luting cement to  glass-infiltrated porous aluminum oxide coresShear bond strength of resin luting cement to  glass-infiltrated porous aluminum oxide coresSen D., Poyrazoglu E., Tuncelli B., Goller G.JOURNAL OF PROSTHETIC DENTISTRY, vol.83, no.2, pp.210-215, 2000 (SCI-Expanded)XXIX. Retention of bacteria on provisional crown and bridge resins.Retention of bacteria on provisional crown and bridge resins.Yaylali D., Sen D., Pamuk E., Cetiner F.JOURNAL OF DENTAL RESEARCH, vol.79, pp.192, 2000 (SCI-Expanded)XXX. Effect o f water immersion on transverse strength of provisional crown and bridge resins.Effect o f water immersion on transverse strength of provisional crown and bridge resins.Sen D., Pamuk E., Cetiner F.JOURNAL OF DENTAL RESEARCH, vol.79, pp.366, 2000 (SCI-Expanded)XXXI. Effect o f bleaching on the shear bond strength of sandblasted enamelEffect o f bleaching on the shear bond strength of sandblasted enamelŞEN D.JOURNAL OF DENTAL RESEARCH, vol.78, 1999 (SCI-Expanded)XXXII. Effect o f water immersion on transvers strength of provisional crown and bridge resinsEffect o f water immersion on transvers strength of provisional crown and bridge resinsŞEN D.JOURNAL OF DENTAL RESEARCH, vol.78, 1998 (SCI-Expanded)XXXIII. Effects o f surface treatments on the shear bond strength of laminates.Effects o f surface treatments on the shear bond strength of laminates.Sen D., Pamuk E., Pamuk S., Erturk N.JOURNAL OF DENTAL RESEARCH, vol.76, pp.447, 1997 (SCI-Expanded)XXXIV. The effect o f differerent surface teratments on bond strength ofThe effect o f differerent surface teratments on bond strength ofŞEN D.JOURNAL OF DENTAL RESEARCH, vol.74, 1995 (SCI-Expanded)
Articles Published in Other JournalsArticles Published in Other JournalsI. Polivinil Siloksan Ölçü MateryalleriPolivinil Siloksan Ölçü MateryalleriPalancıoğlu M. N., Şen D.



Aydın Dental, no.2, pp.137-143, 2021 (Peer-Reviewed Journal)II. Oklüzo-Gingival Boyu Yetersiz Dişlere Yapılan Sabit Protezlerde Tutuculuğu Etkileyen FaktörlerOklüzo-Gingival Boyu Yetersiz Dişlere Yapılan Sabit Protezlerde Tutuculuğu Etkileyen FaktörlerTanyeri Ş., Şen D.Aydın Dental Journal, vol.7, no.2, pp.145-152, 2021 (Peer-Reviewed Journal)III. Monolitik zirkonyaMonolitik zirkonyaŞen N., Ölçer Y., TURP V., ŞEN D.Türkiye Klinikleri, vol.3, pp.127-132, 2017 (Peer-Reviewed Journal)IV. Z irkonya restorasyonlarda CAD CAM teknolo jisi ve Alt yapı şelkillendirilmesiZirkonya restorasyonlarda CAD CAM teknolo jisi ve Alt yapı şelkillendirilmesiPak Tunç E., ŞEN D.Türkiye Klinikleri Dergisi, vol.3, no.2, pp.104-112, 2017 (Peer-Reviewed Journal)V. Influence of MDP Content in Different Resin Cements and Zirconia Primers on Ceramic-Resin CementInfluence of MDP Content in Different Resin Cements and Zirconia Primers on Ceramic-Resin CementBond StrengthBond StrengthTurp V., TUNCELLI B., ŞEN D., AKGUNGOR G.Türkiye Klinikleri, vol.22, no.1, pp.7-13, 2016 (Peer-Reviewed Journal)VI. NANOCERAMICS AND HYBRID MATERIALS USED IN CAD/CAM SYSTEMSNANOCERAMICS AND HYBRID MATERIALS USED IN CAD/CAM SYSTEMSceren N., Turp V., Emir F., Akgüngör G., Ayyıldız S., ŞEN D.Aydın dental Journal, vol.2, no.3, pp.55-62, 2016 (Peer-Reviewed Journal)VII. Single No-Prep Porcelain Laminate Veneer Restorations: 2 Case ReportsSingle No-Prep Porcelain Laminate Veneer Restorations: 2 Case ReportsTURP V., AYYILDIZ S., ŞEN D.Aydın Dental, 2016 (Peer-Reviewed Journal)VIII. Influence of MDP Content in Different Resin Cements and Zirconia Primers on Ceramic-Resin CementInfluence of MDP Content in Different Resin Cements and Zirconia Primers on Ceramic-Resin CementBond Strength Farklı Reçine Simanlardaki ve Zirkonya Primerlerindeki MDP İçeriğinin Seramik-Bond Strength Farklı Reçine Simanlardaki ve Zirkonya Primerlerindeki MDP İçeriğinin Seramik-Reçine Siman Bağlantı Kuvvetine EtkisiReçine Siman Bağlantı Kuvvetine EtkisiTURP V., AKGÜNGÖR G., Şen D., TUNCELLİ F. B.Turkiye Klinikleri J Dental Sci, vol.22, no.1, pp.7-13, 2016 (Peer-Reviewed Journal)IX. Shear bond strength of various luting cements to  fixed prosthodontic restorative materialsShear bond strength of various luting cements to  fixed prosthodontic restorative materialsAyyıldız S., Emir F., Pak Tunc E., ŞEN D.Applied Adhesion Science, vol.3, no.1, 2015 (Scopus)X. Dişhekimliğinde kullanılan implant materyalleriDişhekimliğinde kullanılan implant materyalleriBahadırlı G., Pak Tunç E., ŞEN D.Oral İmplantoloji Dergisi, vol.16, no.1, pp.14-19, 2015 (Peer-Reviewed Journal)XI. Minimally Invasive Surgical Approach to  Complicated Recurrent Pilonidal SinusMinimally Invasive Surgical Approach to  Complicated Recurrent Pilonidal SinusGul V. O., Destek S., Ozer S., Etkin E., Ahioglu S., Ince M., Cimin V., Sen D., Erbil Y.CASE REPORTS IN SURGERY, 2015 (ESCI)XII. Diş implant bağlantılı sabit bölümlü protezlerDiş implant bağlantılı sabit bölümlü protezlerBahadırlı G., Pak Tunç E., ŞEN D.Oral implantoloji dergisi, vol.15, no.2, pp.23-26, 2014 (Peer-Reviewed Journal)XIII. Simultaneous Replacement of Maxillary Central Incisors with CEREC Biogeneric Reference TechniqueSimultaneous Replacement of Maxillary Central Incisors with CEREC Biogeneric Reference TechniqueA Case ReportA Case ReportAKGÜNGÖR G., ŞEN D., Bal E., Ozcan M.J Dent Res Dent Clin Dent Prospects, vol.7, no.2, pp.112-118, 2013 (Peer-Reviewed Journal)XIV. Comparison of Marginal F it o f Z irconia Copings Produced by Different Systems and MaterialsComparison of Marginal F it o f Z irconia Copings Produced by Different Systems and MaterialsGultekin P., ŞEN D., AYDIN M.JOURNAL OF ISTANBUL UNIVERSITY FACULTY OF DENTISTRY, vol.47, no.1, pp.28-37, 2013 (ESCI)XV. Anterior Diş Eksikliklerinde Fiberle Güçlendirilmiş Adeziv Köprü Uygulamaları Anterior Diş Eksikliklerinde Fiberle Güçlendirilmiş Adeziv Köprü Uygulamaları Üç Olgu SunumuÜç Olgu SunumuBahadırlı G., AYYILDIZ S., TURP V., ŞEN D.ADO Klinik Bilimler Dergisi, vol.7, no.1, pp.1419-1425, 2013 (Peer-Reviewed Journal)XVI. Oclusal surface resonstruction with chairside ceramic onley using CEREC biogeneric Ddesign modeOclusal surface resonstruction with chairside ceramic onley using CEREC biogeneric Ddesign modecase reportcase reportAkgüngör G., ŞEN D.Key Engineering Materials, vol.493, no.5, pp.594-598, 2012 (Scopus)



XVII. Anterior single laminate veneer restoration using CEREC Biogeneric reference design Mode caseAnterior single laminate veneer restoration using CEREC Biogeneric reference design Mode casereportreportAkgüngör G., ŞEN D.Key Engineering, vol.493, pp.601-604, 2012 (Peer-Reviewed Journal)XVIII. Tek diş eksikliğinde implant üzeri tam seramik uygulamalarıTek diş eksikliğinde implant üzeri tam seramik uygulamalarıŞEN D.Diş Hekimliğinde Klinik, vol.33, pp.147-152, 2008 (Peer-Reviewed Journal)XIX. Diş hekimliğinde zirkonyaDiş hekimliğinde zirkonyaŞEN D.Diş Hekimliğinde Klinik, vol.21, pp.127-136, 2008 (Peer-Reviewed Journal)XX. Sabit protezlerde kullanılan ö lçü maddeleri ve ö lçü alma yöntemleriSabit protezlerde kullanılan ö lçü maddeleri ve ö lçü alma yöntemleriŞEN D.Diş Hekimliğinde Klinik, vol.18, pp.117-126, 2008 (Peer-Reviewed Journal)XXI. Maksiller  retrognatiye bağlı sınıf III deformitenin Maksiller  retrognatiye bağlı sınıf III deformitenin multidisipliner tedavisi (İki o lgu nedeniyle) .multidisipliner tedavisi (İki o lgu nedeniyle) .CURA N., MARŞAN G., EMEKLİ U., ŞEN D.Dişhekimliği Dergisi, vol.17, no.70, pp.22-25, 2006 (Peer-Reviewed Journal)XXII. diş hekimliğinde allerjidiş hekimliğinde allerjiŞEN D.diş hekimliğinde klinik, vol.18, no.2, pp.66-74, 2005 (Peer-Reviewed Journal)XXIII. Bir  allerji vakası nedeniyle altın kaplamaBir allerji vakası nedeniyle altın kaplamaŞEN D.Diş Hekimliğinde Klinik, vol.18, no.2, pp.75-77, 2005 (Peer-Reviewed Journal)XXIV. The effect o f adhesive primers on the bonding of cpomposite resin to  metalThe effect o f adhesive primers on the bonding of cpomposite resin to  metalŞEN D.ANKARA ÜNİVERSİTESİ DİŞ HEKİMLİĞİ FAKÜLTESİ DERGİSİ, vol.3, no.1, pp.719-725, 1998 (Peer-ReviewedJournal)XXV. Kıymetli alaşım ve kompozit bağlantısıKıymetli alaşım ve kompozit bağlantısıŞEN D.İstanbul Üniversitesi Diş Hekimliği Fakültesi Dergisi, vol.32, no.2, pp.82-86, 1998 (Peer-Reviewed Journal)XXVI. Sürdürülen bir  gömük kanin dişin dayanak o larak kullanılması.Sürdürülen bir  gömük kanin dişin dayanak o larak kullanılması.ŞERMET İ. B., ŞEN D.Dişhekimliğinde Klinik, no.11, pp.104-106, 1998 (Non Peer-Reviewed Journal)XXVII. Prepubertal periodontitisli hastada periodontolo jik ve protetik tedavi yaklaşımlarıPrepubertal periodontitisli hastada periodontolo jik ve protetik tedavi yaklaşımlarıŞEN D.Dişhekimliği dergisi, vol.5, no.26, pp.225-228, 1997 (Peer-Reviewed Journal)XXVIII. Nikel ve palladyum duyarlılığıNikel ve palladyum duyarlılığıŞEN D.Dişhekimliğinde klinik, vol.10, no.1, pp.22-24, 1997 (Peer-Reviewed Journal)XXIX. Pürüzlendirme işlemlerinin porselen laminate venerlerin bağlantı dayanıklılığı üzerine etkileriPürüzlendirme işlemlerinin porselen laminate venerlerin bağlantı dayanıklılığı üzerine etkileriŞEN D.Diş Hekimliğinde Klinik, vol.10, no.4, pp.197-200, 1997 (Peer-Reviewed Journal)XXX. Yüzey hazırlığının porselen tamir materyallerinin bağlantı kuvveti üzerine etkisiYüzey hazırlığının porselen tamir materyallerinin bağlantı kuvveti üzerine etkisiŞEN D.İstanbul Üniversitesi Diş Hekimliği Fakültesi Dergisi, vol.31, no.2, pp.69-75, 1997 (Peer-Reviewed Journal)XXXI. F luor jellerinin porselen yüzeylerine etkisiFluor jellerinin porselen yüzeylerine etkisiŞEN D.İstanbul Üniversitesi Diş Hekimliği Fakültesi Dergisi, vol.31, no.3, pp.153-159, 1997 (Peer-Reviewed Journal)XXXII. Dişhekimliğinde kullanılan tam seramik sistemleriDişhekimliğinde kullanılan tam seramik sistemleriŞEN D.Dişhekimliğinde klinik, vol.10, no.2, pp.90-96, 1997 (Peer-Reviewed Journal)XXXIII. Tam seramik kuronlarda ultrasonik alet ve air  flow kullanımının yüzey püerüzlülüğüne etkileriTam seramik kuronlarda ultrasonik alet ve air  flow kullanımının yüzey püerüzlülüğüne etkileri



ŞEN D.Dişhekimliğinde klinik, vol.97, no.3, pp.137-141, 1997 (Peer-Reviewed Journal)XXXIV. Kompozit materyallerine karşı o luşan yumuşak doku reaksiyonlarının histopatolo jik o larakKompozit materyallerine karşı o luşan yumuşak doku reaksiyonlarının histopatolo jik o larakincelenmesiincelenmesiŞEN D., BALKAYA M. C.İstanbul Üniversitesi Diş Hekimliği Fakültesi Dergisi, vol.31, no.1, pp.50-54, 1997 (Peer-Reviewed Journal)XXXV. Kliniğimizde yapılan metal-plastik köprülerin 3 yıllık klinik değerlendirilmesiKliniğimizde yapılan metal-plastik köprülerin 3 yıllık klinik değerlendirilmesiŞERMET İ. B., ŞEN D.Dişhekimliği Dergisi, no.25, pp.142-145, 1997 (Peer-Reviewed Journal)XXXVI. Dişhekimliğinde kullanılan metal alaşımlarına karşı o luşan yumuşak doku reaksiyonlarınınDişhekimliğinde kullanılan metal alaşımlarına karşı o luşan yumuşak doku reaksiyonlarınınhistopatolo jik o larak incelenmesihistopatolo jik o larak incelenmesiŞEN D.İstanbul Üniversitesi Diş Hekimliği Fakültesi Dergisi, vol.31, no.1, pp.7-15, 1997 (Peer-Reviewed Journal)XXXVII. Silikon esaslı ö lçü maddelerinin boyutsal değişimleri üzerine araştırmalarSilikon esaslı ö lçü maddelerinin boyutsal değişimleri üzerine araştırmalarŞEN D.Dişhekimliğinde klinik, vol.22, no.4, pp.264-267, 1996 (Peer-Reviewed Journal)XXXVIII. Dişhekimliğinde renkDişhekimliğinde renkŞEN D.Dişhekimliğinde klinik, vol.9, no.3, pp.139-144, 1996 (Peer-Reviewed Journal)XXXIX. Osifiye fibrom tanısı konan hastada dişhekimliği açısından değerlendirilmesiOsifiye fibrom tanısı konan hastada dişhekimliği açısından değerlendirilmesiŞEN D.Dişhekimliği Dergisi, vol.20, no.4, pp.124-127, 1996 (Peer-Reviewed Journal)XL. Dişhekimliğinde estetikDişhekimliğinde estetikŞEN D.Dişhekimliği dergisi, vol.9, no.4, pp.37-42, 1996 (Peer-Reviewed Journal)XLI. Dişhekimliğinde metal ve alaşımlarına karşı o luşan yan etkilerDişhekimliğinde metal ve alaşımlarına karşı o luşan yan etkilerŞEN D.Dişhekimliğinde Klinik, vol.8, no.2, pp.59-69, 1995 (Peer-Reviewed Journal)XLII. Türkiye genelinde doğal diş renklerinin dağilimiTürkiye genelinde doğal diş renklerinin dağilimiŞEN D.ATATÜRK ÜNİVERSİTESİ DİŞ HEKİMLİĞİ FAKÜLTESİ DERGİSİ, vol.4, no.2, pp.3-9, 1994 (Peer-Reviewed Journal)
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